
ITEM UNIT QTY

ZZ18081601 PCS 6

ZZ18081602 PCS 8

ZZ18081603 PCS 32

ZZ18081604 PCS 8

Σb/Mpa Σs/Mpa HARDNESS

T.S Y.S HB

16083 0.21 0.24 0.84 0.021 0.007 0.04 0.01 0.003 0.001 0.005 0.001 0.04 510 275 35 157

16083 0.21 0.24 0.84 0.021 0.007 0.04 0.01 0.003 0.001 0.005 0.001 0.04 510 275 35 157

16083 0.21 0.24 0.84 0.021 0.007 0.04 0.01 0.003 0.001 0.005 0.001 0.04 510 275 35 157

16083 0.21 0.24 0.84 0.021 0.007 0.04 0.01 0.003 0.001 0.005 0.001 0.04 510 275 35 157

ZIZI ENGINEERING CO LTD

INSPECTION CERTIFICATE

Purchaser: ***********************           Number：ZZ-180918-No.2

PRODUCT STANDARD

Flange  ASME B16.5

MATERIAL

ASTM A105N

DELIVERY STATE

Normalizing (900°C)

SPECIFICATION

WN 10" #600 Sch160, RF

Flange  ASME B16.5

Flange  ASME B16.5

Flange  ASME B16.5

ASTM A105N

ASTM A105N

ASTM A105N

Normalizing (900°C)

Normalizing (900°C)

Normalizing (900°C)

 WN 8" #600 Sch160, RF

 WN 2" #150 Sch80, RF

 WN 6" #150 Sch80, RF

 CHEMICAL COMPOSITION  ( % ) TENSILE TEST

E.LCuWVMoTiNiCrPS

N.D.E Size （Measure) Surface (Visual)Intergranular CorrosionFlattening

/

INSPECTOR DATE OF PRODUCTION

Remark

OK OK OK

We prove in this material are qualified products according to the abov standards and technical conditions for manufacturing,to meet the requirements

EN10204 3.1

/OK

STAMP OF QUALITY CHIEF INSPECTOR

/

MnSiCHeat No.

Flaring Hydraulic Test
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